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FOREWORD 

This repor t  descr ibes  the r e sea rch  activity 
c a r r i e d  out in fulfillment of Contract  NAS3-4 174 
during the period f r o m  NovemEer 15,  1964, 
through May 14, 1965. The work was conducted 
under the direction of the Space Power Systems 
Division, L e w i s  Research Center ,  National 
Aeronautics & Space Administration, with 
Robert  L. Davies as Project  Manager. 
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ABSTRACT 

The testing of coatings for use on space radiators  was continued during 
the repor t  period. 
AISI-310 s ta inless  s teel  o r  columbium- 1 percent zirconium tubes. 

A total of seven mater ia l s  were  tested on either 

To date ,  bes t  resu l t s  have been obtained with i ron  titanate and calcium 
titanate coatings. 
has  been tested a t  1350°F in  a vacuum of about 2 x 10-8 mm Hg for 
5300 hours.  
the period. A second i ron  titanate coating on columbium-1 percent  
zirconium has been tested a t  1700°F for 6250 hours with an  emittance 
of 0.85 o r  bet ter  throughout the test. A coating of calcium titanate on 
AISI-310 stainless s teel  has been tested for  6300 hours at 1350°F with 
an  emittance of about 0.90 throughout the tes ts .  Adherence tes t s  have 
been conducted for both of the coatings and the bond strengths were  
found to be excellent. 

An i ron  titanate coating on AISI-330 s ta inless  s tee l  

An emittance of 0.88 or  bet ter  was obtained throughout 

A fourth long-term endurance test  is being conducted on an aluminum 
oxide-aluminum titanate coating on columbium- 1 percent zirconium. 
A total  of 1000 hours  have been accumulated to date with an emittance 
which has  slowly decreased f rom 0. 85 to 0.83. 

Shor t - te rm endurance total hemispherical  emittance tes t s  were  con- 
ducted at 1700 O F  on coatings of a stabilized titanium oxide composition, 
zirconium titanate, and.barium titanate applied to  columbium- 1 pe r -  
cent  zirconium tubes. 
played an emittance of about 0. 87 during 294 hours of testing. 
additional t e s t  was initiated in  a long-term endurance total hemispherical  
emittance rig. However, after an additional 100 hours ,  the coating 
separated f rom the substrate  in  localized a reas  and the emittance drop- 
ped to an unacceptable level. 
specimen, but the resul ts  were  s imilar .  Both zirconium titanate and 
ba r ium titanate were  rejected for long-term endurance testing be- 
cause  both had emittance levels below 0. 85 before the completion of 
sho r t - t e rm te sting . 

The stabilized titanium oxide composition d is -  
An 

The test  was repeated with another 

An analysis was conducted to  determine the temperature  drop a c r o s s  
the .rx~alls of t_hp f ~ h p s  
ments  a r e  made with thermocouples on the outer surface and with an 
optical pyrometer on the inner surface. The analysis indicated that,  
with the most  adverse conditions experienced during the cu r ren t  t e s t  
p rog ram,  the temperature  drop  would not exceed 0 . 5  OF and therefore  
could be neglected. 

for sij-hstrates since tem-perature m-p;1s11rp- 
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I. INTRODUCTION 

A program is being conducted to determine the suitability of selected 
high-emittance mater ia l s  for use as  coatings on nuclear space power- 
plant radiators .  The coating mater ia ls  a r e  being evaluated a t  elevated 
temperatures  and high vacuum for  their  emittance stability, adherence,  
and compatibility when applied to  AISI-310 stainless  s tee l  o r  columbium- 1 
percent zirconium. 
the second six months of the program. The work conducted during 
the first six months was reported in detail  in the first semi-annual 
report  (CR-54268). 

This repor t  descr ibes  the work conducted during 
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11. BACKGROUND 

During the f i r s t  six months of the program, the four total hemispherical  
emittance r igs  used in  a previous program were  modified to permi t  
specimens to be tested a t  temperatures  up to 1800°F at p re s su res  
lower than mm Hg for  periods in  excess  of 5000 hours.  

Several  coating mater ia l s  were  subjected to shor t - te rm emittance 
testing to  determine their  suitability for long-term testing. Calcium 
titanate and i ron  titanate were  found to be suitable. Consequently, 
th ree  long-term total  hemispherical  emittance tes t s  were  begun with 
specimens of AISI-310 s ta inless  steel  coated with calcium titanate, 
AISI-310 s ta inless  s tee l  coated with i ron  titanate, and columbium- 1 
percent zirconium coated with iron titanate. 

In support of the emittance program, coating adherence tes t s  were 
conducted by vibrating AISI-310 stainless s tee l  specimens coated with 
4-mil thick layers  of calcium titanate. N o  coating separation o r  spall- 
ing occurred during these tes t s ,  and the t e s t s  were  terminated by 
failure of the substrate .  

I 

I P A G E  NO. 2 
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A. Shor t -Term Testing 

Short- term total hemispherical  emittance testing i s  conducted in the 
r ig  shown in Figure 1. 
ducted a t  temperatures  up to 2000°F a t  p r e s s u r e s  in the loe8 m m  Hg 
range. 

This r ig  permits emittance tes ts  to be con- 

The specimens used for emittance testing a r e  coated AISI-310 s ta inless  
s tee l  o r  columbium- 1 percent zirconium tubes 9 inches long and 0.250 
inch in diameter with a 0.010-inch wall  thickness. 
applied by plasma-arc  spraying to a thickness of about 4 mils. 

The coatings a r e  

Shor t - te rm emittance testing is conducted to determine the emittance 
stability of coating-substrate combinations. Specimens with AISI-3 10 
s ta inless  s teel  substrates  a r e  tested a t  1350"F, whereas  those with 
columbium- 1 percent zirconium substrates  a r e  tested a t  1700°F. 
t e s t s  normally a r e  conducted fo r  250 to 300 hours ,  provided an emit-  
tance of 0.85 or  better i s  achieved. During this period, the specimens 
a r e  thermally cycled by shutting off the heating power and permitt ing 
the specimen to cool to ambient temperature,  and then slowly returning 
it to operating temperature.  

The 

After emittance testing, the coating is thoroughly examined for c rack -  
ing, spalling, o r  change in texture, and the t e s t  chamber  is examined 
for evidence of coating volatilization. 

B. Long-Term Testing 

Those coatings which display adequate emittance .and adherence prop- 
erties may be selected for extended testing in one of the long-term 
total  hemispherical  emittance r igs  shown in Figure 2. These r ig s  
p e r m i t  emittance tes t s  to be conducted at temperatures  up to 1700°F 
a t  p r e s s u r e s  in the 
10,000 hours.  

m m  Hg range for periods in excess  of 

The specimens used a r e  identical to those used for shor t - te rm total  
hemispherical  emittance testing. 
t h e r m a l  cycling to  ambient temperatures  after initial heating and af te r  
100, 200, 300, 400, and 500 hours. During the present  report  period, 
each specimen was subjected to  thermal  cycling once each week. 

The long-term tes t  program includes 

CAOL NO. 3 
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C. Adherence Testing. 

Coating bond strength is evaluated by vibration testing conducted in the 
Westinghouse vibration fatigue apparatus shown in Figure 3. 
this equipment, fatigue specimens a r e  vibrated at 120 cps  at  var ious 
s t r e s s  levels. Both coated and uncoated specimens a r e  tested and the 
number of cycles to failure is plotted as  a function of s t r e s s .  Fa i lure  
for uncoated specimens is fracture ,  whereas  coated specimens a r e  
considered to have failed a s  soon as cracking, spalling, o r  separat ion 
of the coating occurs  if any of these occur before the substrate  f rac tures .  

With 

Spalling and cracking can be detected visually, but coating separat ion 
can be difficult to discern.  
tes ted in  the fatigue specimen inspection r ig  to  determine if  separation 
has  occurred (see Figure 4). The specimens are  mounted between 
two tubular end clamps which are  supported by copper tubes which 
s e r v e  both as cur ren t  leads and coolant tubes. 
the specimen through a plastic tube. The specimens a r e  instrumented 
with three  0.003 -inch diameter chromel-alumel thermocouples located 
at the  specimen midpoint and at each end. The specimen i s  then heated 
to red  heat and examined for color uniformity. A lack of color uni- 
formity qualitatively indicates that separation has  occured since any 
separation of the coating locally lowers the heat t ransfer  r a t e  between 
the substrate  and the coating, resulting in a lower surface temperature  
and a dark spot in the a r e a  of separation. The specimens were  photo- 
graphed using inf ra red  fi lm to detect the nonuniformities not detectable 
visually and to provide a record of the test .  

Consequently, fatigue specimens are 

The coolant bypasses 
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IV. TEST RESULTS 

The three long-term total hemispherical  emittance endurance tes t s  
which were  s tar ted during the previous r epor t  period were  continued 
throughout this r epor t  period. The three specimens being tested a r e  
calcium titanate on AISI-310 stainless steel ,  i ron titanate on AISI-310 
stainless steel ,  and iron titanate on columbium- 1 percent  zirconium. 

The success  experienced with titanate coatings in the long-term tes t s  
warranted investigation of other titanate mater ia ls .  Consequently, a 
total of five shor t - te rm tes t s  of four different mater ia l s  which were  
wholly o r  in par t  of titanate composition were  conducted. 
tested were  selected on the bas i s  of previous tes t  resu l t s  and a survey 
of the industry and included columbium titanate, zirconium titanate, 
an aluminum titanate-aluminum oxide composition, and a bar ium titanate 
composition. Of these,  two coating-substrate combinations (the 
aluminum titanate-aluminum oxide composition on columbium- 1 percent  
zirconium and columbium titanate on columbium- 1 percent  zirconium) 
demonstrated adequate adherence and emittance during shor t - te rm 
testing to qualify for long-term testing. 

The mater ia l s  

The adherence of i ron  titanate on AISI-310 s ta inless  s tee l  and on 
columbium- 1 percent  zirconium was evaluated through fatigue testing. 

A. Calcium Titanate on AISI-310 Stainless Steel 

1. Long-Term T e s t i n g  

Testing of the AISI-310 stainless steel  tube coated with a 4 -mi l  thick 
calcium titanate coating which had accumulated 2000 hours  of endurance 
tes t ing during the previous repor t  period was  continued. 
4300 hours were  accrued during the cur ren t  r epor t  period for a total 
t e s t  time of 6300 hours  at 1350°F. 

An additional 

As shown in Figure 5, the total  hemispherical  emittance of this speci-  
men was 0.91 f o r  the first 2500 hours and dropped to 0.90 during the 
next 500 hours. 
for  the iast 3400 hours. 

The emittance has remained constant at about 0.90 
Throughout the tes t ,  a vacuum of at least 

mm Hg has been maintained a s  shown in Figure 6. 

During the report  period, the specimen was subjected to 18 additional 
t h e r m a l  cycles. 
total  24. 
calcium titanate coating has  resulted. 

The thermal  shock t e s t s  for  this coated tube now 
No adverse  effects on the emittance o r  adherence of the 
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2. Adherence Testing 

The bond strength testing of calcium ti tanate coatings on AISI-3 10 
s ta inless  steel was completed during the report  period. Fatigue 
t e s t s  were  conducted during the previous report  period and were  
reported in  PWA-2518, pages 23 and 24. 

ing o r  spalling of the coating occurring was tes ted in  the fatigue 
specimen inspection rig. 
revealed no areas of coating separation (see Figure 7). 
on the bas is  of these  and previous resu l t s ,  it may be concluded that 
calcium titanate coatings on AISI-3 10 stainless s tee l  have adequate 
bond strength to withstand 107 cycles of a l ternate  bending at the run- 
out fatigue s t r e s s  levei for the substrate without cracking, spalling, 
or separating from the substrate.  

During this report  period, 
the specimen which withstood 10 7 cycles at 57,000 psi  with no c rack -  

Examination of the specimen at 1500°F 
Consequently, 

B. Iron Titanate on AISI-310 Stainless Steel 

1. Long-Term Testing 

The AIS-310 s ta inless  steel  tube coated with a 4-mil  thick layer of 
i r o n  titanate has  now accrued 5300 hours  of testing a t  1350°F in  the 
long-term total hemispherical  emittance r ig .  
during the f i r s t  2500 hours  was about 0.89, after which i t  dropped 
slightly to 0. 88 where it has  remained. The emittance values obtained 
for this coating to date a r e  shown in F igure  
h a s  been about 2 x 

The emittance obtained 

8. The vacuum maintained 
mm Hg as  shown in F igure  9. 

The specimen has  been thermally cycled 18 times during the repor t  
period, making a total of 24 thermal shocks since the beginning of 
shor t - te rm testing for this specimen. 

2. Adherence Testing 

Fatigue t e s t s  w e r e  conducted to determine the bond strength of i ron 
titanate to AISI-3 10 stainless steel. Westinghouse round-bar fatigue 
specimens were  fabricated f rom AISI-310 s ta inless  s teel  bar stock 
and coated with 4-mil  thick coatings of i ron  titanate ( see  Figure 10). 
Uncoated specimens were  also fabricated to determine the run-out 
fatigue strength of the substrate material .  

The r e su l t s  for  the uncoated specimens a r e  shown in Figure 11 and 
indicate that the run-out s t r e s s  is 50, 000 to 55, 000 psi .  
fo r  the coated specimens were  s imilar ,  as  shown in Figure 12, 

The r e su l t s  
A l l  of 
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the coated specimens failed through f rac ture  of the substrate .  
fa i lures  resulted f rom spalling or cracking. 
men is shown in F igure  13. 

N o  
A typical failed speci-  

The specimen which withstood lo7 cycles at 52,000 psi  with no c rack-  
ing o r  spalling of the coating occurring was  tes ted in the fatigue 
specimen inspection r ig  to determine if any separation of the coating 
had occurred. 
had not occurred. 

No dark  a r e a s  were evident, indicating that separation 
The specimen a t  1500°F is shown in  Figure 14. 

The adherence testing conducted on iron-titanate coatings on AISI-310 
stainless steel  have demonstrated that the coating has  adequate bond 
strength. 

1. Long-Term Testing 

The long-term testing of a columbium-1 percent  zirconium tube coated 
with a 4-mi l  thick layer of i ron  titanate was continued. 
r epor t  period, 4300 hours  of additional testing were  accumulated for a 
total  of 6250 hours  a t  1700°F since the beginning of the program. 

During the 

A t  the s t a r t  of the tes t ,  the emittance was 0.88, but i t  dropped to  
0.85 between 600 and 1800 hours ,  and has remained relatively con- 
stant at about 0.85 since then. 
shown in Figure 15. 

The emittance values obtained are  

Small  fluctuations in the vacuum occurred during the test a s  a resu l t  
of slight leaks,  but at no t ime did the p re s su re  exceed 
The vacuum maintained is  shown in F igure  16. 

m m  Hg 

This  specimen has  been thermally cycled a total  of 29 t imes ,  with 19 cycles 
conducted during the repor t  period. No adverse  effects have occurred. 

2. Adherence Testing 

Fatigue tes t s  were  conducted to determine the bond strength of .iron 
titanate. to columbium- 1 percent zirconium. 

coated specimen is shown in Figure 17. 

Fifteen specimens were  
...I -- - - - ~ e v e r l  vv Wn coatings and eight without coatings. A ty-picai 

Testing of the uncoated specimens indicated that the run-out fatigue 
s t rength of columbium-1 percent zirconium is 30, 000 to 33,  000 ps i  
( s e e  Figure 18). The coated specimens were  found to have a run-out 
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fatigue strength of 35, 000 psi ,  about the same as that for the uncoated 
specimens. These resu l t s  a r e  shown in Figure 19, In all c a s e s ,  fail- 
u re  was  the r e su l t  of f rac ture  of the substrate  r a the r  than spalling or  
cracking of the coating. 
Figure 20. 

A typical failed specimen is shown in 

A specimen which withstood a stress of 35,000 psi f o r  107 cycles 
with no cracking o r  spalling of the coating occurr ing was heated to 
1500°F in  vacuum and examined for  evidence of coating separation. 
A s  shown in Figure 21, no indication of separation was evident, 
indicating that the bond strength between i r o n  titanate and columbium- 
1 percent zirconium i s  excellent. 

D. Aluminum Oxide - Aluminum Titanate on Columbium-1 Percent  
Z i r c  onium 

1. Material  Analvsis and Specimen Preparat ion 

An aluminum oxide -aluminum titanate composition w a s  obtained from 
the Zirconium Corporation of America. 
f rom 88 weight percent aluminum oxide and 12 weight percent titanium 
oxide. 
purit ies:  0. 570 F e ,  0. 1% Si,  0.670 Mg, and a t r ace  of Mn. 

This composition was prepared 

Emission spectrographic analysis detected the following i m -  

The composition was  applied to columbium- 1 percent zirconium tubes 
by plasma-arc  spraying. The particle s i ze  distribution of the powder 
used is shown in Table 1. Argon w a s  used as both the a r c  gas  and 
the c a r r i e r  gas with flow r a t e s  of 45 and 40 cubic feet per hour,  r e s -  
pectively. The cu r ren t  w a s  600 amperes .  The resulting coatings 
w e r e  4 mils thick. After spraying, spectrographic analysis of sc rap-  
ings f r o m  the tube indicated that the following impurit ies were  present :  
0. 05% F e ,  0. 1% Si, 0. 0470 Mg, and a t r ace  of Mn. 

TABLE 1 

Par t ic le  Size Distribution of Aluminum 
Oxide -Aluminum Titanate Powder 

Pa r t i c l e  Size 
(Microns) 

6 3  
5 0  
40 
32 

Cumulative 
Weight Percent  

0 
17. 0 
71. 0 

100.0 

P A ~ E N O .  8 
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2 .  Short-Term Testing 

One of the specimens was  tested in  the shor t - te rm endurance r ig  for 
268 hours  a t  1700°F in a vacuum of not l e s s  than 10-8 m m  Hg. 
emittance was about 0.85 throughout the test. 
texture was unchanged and the t e s t  chamber showed no indications of 
coating volatilization. 

The 
After testing, the coating 

On the basis  of these resu l t s ,  this specimen w a s  selected f o r  long- 
t e r m  endurance testing. 

3 .  Long-Term Te sting 

The specimen subjected to short- term testing w a s  reinsirurneiiied a d  
installed in a long-term endurance rig. 
at 1700°F in a vacuum of 
lated. 
and, since then, it has  dropped slowly to the present  value of 0. 8 3 ,  
The emittance values obtained to date a r e  shown in Figure 23 .  

To date,  1000 hours  of testing 

The emittance was  about 0.85 for  the f i r s t  300 hours  of testing, 
m m  Hg ( see  F igure  22)  has  been accumu- 

The specimen w a s  thermally cycled after initial heating, af ter  100, 200, 
300, 400, and 500 hours of testing, and subsequently once each week. 
To date the specimen has  been cycled 9 t imes with no evidence of adverse  
effects. 

E. Stabilized Titanium Oxide Composition on Columbium -1 Percent  
Zi  r c oni um 

1. Material  Analvsis and Specimen Preparat ion 

A proprietary stabilized titanium oxide composition designated a s  
Y692 was obtained f r o m  the Zirconium Corporation of America.  The 
emission spectrographic analysis detected the presence of 0 . 0 1 ~ 0  Mg, 
0.0270 Si, 0.01% F e ,  and t r ace  amounts of A l ,  Cu, and Ni. 

Specimens were prepared by plasma-arc  spraying columbium - 1 percent 
zirconium tubes with 4-mil thick layers  of the material .  The particle 
s ize  distribution of the powder used i s  shown in Table 2. Argon was 
used for  both the arc ga-s and the carrier gas with flow ra tes  of 50 and 
40 cubic feet  pe r  hour,  respectively. 
Spectrographic analysis a f te r  spraying detected the presence of 0.02% 
Si,  0.370 A l ,  and t r a c e  amounts of F e ,  Mg, and Mn. 

The cur ren t  used w a s  700 amperes .  

CAQLNO. 9 
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TABLE 2 

Par tic le Size Distribution of 
Stabilized Titanium Oxide Composition 

Par tic le Size 
( Microns) 

Cumulative 
Weight Pe rcen t  

6 3  
50 
40 
32 
25 

36. 0 
55.0 
75.0 
99.0 

100.0 

2. Short-Term Testing 

Two specimens w e r e  tested in the shor t - te rm endurance rig. 
f i r s t  t es t  w a s  run  for 294 hours  at 1700°F in a vacuum of 
The emittance throughout the tes t  w a s  about 0.87. The specimen w a s  
thermally cycled af ter  initial heating and af ter  100 and 250 hours  of 
testing, but examination of the specimen af ter  testing detected no 
cracking, spalling, o r  other changes in the coating, nor did the t e s t  
chamber  show any evidence of coating volatilization. 

The 
m m  Hg. 

Although the f i r s t  t e s t  indicated that th.e coating was suitable for  long 
t e r m  testing, a second tes t  w a s  conducted to verify the resul ts  since 
this mater ia l  had not been tested previously. During the second t e s t ,  
the emittance again was 0.87. 
after initial heating and af te r  100 and 240 hours of testing. 
a malfunction of the voltage regulator caused the specimen to be over -  
heated by 250°F for  two hours after 260 hours of testing. 
effects  we r e  vi s ibl e. 

The specimen was thermally cycled 
In addition, 

No adverse  

3 .  Lone-Term Testinn 

The f i r s t  specimen tested in short- term rig for  294 hours was installed 
i n  a long-term rig for further evaluation. 
long-term r ig ,  localized coating separation occurred and the emittance 
dropped to about 0.80. 
the adjacent a r e a s  a s  shown in  Figure 24. 

After a short  period in the 

The a reas  of separation appeared. darker  than 

In o r d e r  to determine if the coating separation was a character is t ic  of 
the  coating mater ia l  o r  only a peculiarity of the par t icular  specimen, a 
second specimen which had not been subjected to  shor t - te rm testing was 
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installed in  a long-term rig and tested a t  1700°F in a vacuum of 
mm Hg. 
and 0.87. 
served and the emittance decreased, 
700 hours  to determine the amount of separation that would occur  and 
i t s  effect on the emittance. 
tion had occurred ,  and the emittance had dropped to 0.78, a s  shown i n  
Figure 25. 

F o r  the f i r s t  300 hours ,  the emittance remained between 0.86 
But a f te r  300 hours ,  evidence of coating separation was ob- 

The t e s t  was continued for  another 

At the end of this period, extensive sepa ra -  

Since coating separation had occurred on both specimens after about 
300 hours  of testing, this mater ia l  was  rejected for space radiator  
applications at 1700 OF. 

F. Zircoiiiiim Titanate cn Cz!umhium- 1 Percent Zirconium 

1. Material  Analysis and Specimen Prepara t ion  

Zirconium titanate powder was  obtained f rom the Zirconium Corpora-  
tion of America for emittance testing. 
indicated that Z rT i04  was the only phase present ,  and spectrographic 
analysis  detected the presence of 0. 370 Si,  0. 01% Mg, 0. 370 A l ,  0.670 Hf, 
and t r a c e s  of Fe and Mn. 
is shown in Table 3. 

X-ray diffraction analysis  

The particle size distribution of the powder 

TABLE 3 

Par t ic le  Size Distribution of 
Zirconium Titanate Powder 

Pa r t i c l e  Size 
(Microns) 

63 
50 
40 
32 
25 
20 

' 1? 

Cumulative 
Weight Percent  

32. 0 
84.0 
93. 0 
95.0 
96. 0 
99.0 

1 0 0 . 0  

Severa l  specimens were  prepared by p lasma-arc  spraying four-mil 
thick coatings of zirconium titanate on columbium- 1 percent zirconium 
tubes. Argon was used as both the a r c  gas  and the c a r r i e r  gas  with 
flow r a t e s  of 52 and 40 cubic feet per  hour,  respectively. The cu r ren t  
used was  350 amperes .  Scrapings f rom the tubes w e r e  analyzed by 

PAOCNO. 11 
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X-ray diffraction and spectrographic analysis.  
analysis indicated that zirconium titanate was  the only phase present ,  
and spectrographic analysis detected the presence of 0. 0770 Si, 0.2% A l ,  
1. 070 Hf, and t r a c e s  of Fe ,  Mg, and Mn. 

X-ray diffraction 

2. Short-Term Test ing 

One of the specimens w a s  tested in the shor t - te rm endurance r i g  a t  
1700°F in a vacuum of 10-8mm Hg for 312 hours.  
t es t ,  the emittance was  0.85, but i t  gradually dropped to 0.82 by the 
end of the 312 hours.  This material ,  therefore,  was  rejected for long- 
t e r m  endurance testing because of its inability to maintain an  emittance 
of 0.85 o r  bet ter .  

A t  the s t a r t  of the 

G. Barium Titanate Composition on Columbium - i Percent  Zirconium 

1. Material  Analysis and Specimen Prepara t ion  

A composition containing 88 percent bar ium titanate, 9 .4  percent bar ium 
zirconate,  and 2.6 percent  manganese dioxide was  obtained f rom the 
Zirconium Corporation of America. X-ray diffraction detected only 
the major  constituent, bar ium titanate. Spectrographic analysis 
revealed the presence  of 0.0470 Si, 0 . 0 2  70 Mg, 0 .  170 Al, 0.0570 Hf, 
and a t r a c e  of F e .  The par t ic le  size distribution of the powder i s  
shown in Table 4. 

TABLE 4 

Par t ic le  Size Distribution of 
Bar ium Titanate Compos ition 

Par t ic le  Size 
(Microns) 

63 
50 
4 0  
32 
25 
3 n  

17 
14 
12 
9 
7 
6 

fLv 

P A O I  NO. 12 

Cumulative 
Weight Percent  

0 
25. 0 
42. 0 
52. 0 
65. 0 
7 6 .  0 
85. 0 
91. 0 
95.0 
98. 0 
99.0 

100.0 
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Specimens for  emittance testing were prepared by plasma arc spraying 
4-mi l  thick coatings on columbium - 1 percent zirconium tubes. Argon 
was  used for both the a r c  g a s  and the c a r r i e r  gas  with flow r a t e s  of 
45 and 40 cubic feet  per hour,  respectively. The cu r ren t  used w a s  600 
amperes .  X-ray diffraction analysis a f t e r  spraying detected only 
bar ium titanate. Spectrographic analysis showed 0.0270 Si, 0.1% 
Al, 0. lyoHf, and t r aces  of F e  and Mn to be present  a s  impurit ies.  

i 2. Short-Term Testin& 

I 
I 

One of the specimens was  installed in the short- term endurance r i g  
and tested a t  1700°F in a vacuum of 10-9 m m  Hg. 
emittance w a s  0.80, but it dropped to 0 . 7 1  af ter  97 hours  of testing 
and the tes t  was  terminated. 
low to war ran t  additional testing. 

Initially, the 

The emittance of this  coating is too 

I 

CAOC NO. 13 
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V. ANALYTICAL STUDIES 

During the r epor t  period, the ' t empera ture  difference between the inner 
and outer surfaces  of cylindrical tubes which a r e  res i s tance  heated in 
vacuum was  determined analytically. This information was required 
because temperature  measurements  a r e  often made using thermocouples 
on the outer surface of a specimen and an optical pyrometer which is 
sighted through a small  hole in the specimen to read  the inner temperature .  

The temperature  difference w a s  calculated on the assumption that heat  
generation in the metal  occurs  a t  a uniform r a t e  and that the temperature  
does not vary with axial  location. The notation used for the analysis  i s  
shown in the sketch below. 

Assuming heat generation at the ra te  of g per  unit volume, the one- 
dimensional heat balance on the differential element 2 r r  d r  i s :  

c .  r - t - t + = ~  d2t d t 
2 d r  d r  

In addition, the following boundary conditions exist: 

dt 
d r  at r = R2, -KA- = 92 

at r = R1' t = T  1 ( 3 )  

CAOL NO. 14 
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Finally, the heat generation r a t e  g may be expressed in t e r m s  of the 
net heat lost  as: 

Integration of equation (1) yields 

2 

2 
t =  - g r  t c l l n r  t c 

4 K  

where 

- 1 2 q2 
c1 - - 2K ( g R 2  - * )  

(5) 

because of equations (2) and (3 ) .  

, 

1 
Substituting equations (4), ( 6 ) ,  and ( 7) into equation (5) and e valuating 
a t  r = R2 yields: 

where  

l n - - -  K R1 2 

Equation ' 8  h a s  been plotted in Figures  26 and 27 for AISI-310 s ta inless  
s tee l  and columbium- 1 percent zirconium, respectively,  for a sink temp- 
e r a t u r e  of 7 0 ° F .  A s  shown, the tempera ture  drop for either mater ia l  
never  exceeds 0 .5"F  at the temperatures  at which they a r e  used, and, 
therefore ,  may be  neglected. 

PAGE NO. 15 
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VI. CONCLUSIONS 

The work conducted to date indicates that calcium titanate and i ron  
titanate a r e  suitable mater ia l s  for space radiator  applications. 
specimens tested with these coatings have revealed the propert ies  
tabulated below. 

The 

A. Calcium Titanate on AISI-310 Stainless Steel 

1. Total hemispherical  emittance of about 0 .90  for  6300 hours 
a t  1350°F in a vacuum of 10-8 mm Hg 

2. Ability to withstand thermal  cycling f rom 1350°F 

3. Ability to  maintain good adherence when subjected to fatigue 
testing for 10 
psi  (the run-out fatigue strength of AISI-310 stainless s teel)  

7 cycles at 120 cps a t  s t r e s s  levels up to 55,000 

B. Iron Titanate on AISI-310 Stainless Steel 

1. Total hemispherical  emittance of about 0. 88 for 5300 hours 
a t  1350°F i n  a vacuum of 10-8 m m  Hg 

2. Freedom f rom adverse effects when subjected to thermal 
cycling f rom 1350°F 

3. Ability to  maintain good adherence when subjected to  fatigue 
testing for 107 cycles at 120 cps a t  s t r e s s  levels up to 55,000 
psi (the run-out fatigue strength of AISI-310 stainless s teel)  

C. Iron Titanate on Columbium-1 Percent  Zirconium 

1. Total hemispherical  emittance of about 0.85 for 6250 hours  
a t  1700°F in a vacuum of m m  Hg 

2. Ability to withstand thermal cycling f rom 1700°F 

3. Ability to maintain good adherence when subjected to fatigue 
L--L--- c--  in7  -.-- 1,- - t  i 3 n  -no 

35,000 psi  (the run-out fatigue strength of columbium-1 pe r -  
cent zirconium) 

L c a L L I L g  Z"1 I" L.yLL.Z;u a A I "  b y "  at 2, stress ?eve? ""r tc? 

PAGE NO. 16 
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VII. FUTURE WORK 

The four long-term total hemispherical  emittance tes t s  now underway 
will be continued for up to  10 ,000  hours.  

Work will be begun on evaluating the compatibility, emittance stability, 
and adherence of high emittance coatings applied to beryll ium substrates .  
Three  high emittance coatings will be used with tes t s  being conducted 
a t  800°F and 1400°F invacuum for periods up to 1000 hours.  

I 

PAGE NO. 17 
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Figure  1 - Short T e r m  Endurance Total 
Hemispherical  Emittance Rig 
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Figure  4 - Fatigue Specimen Inspection Rig 
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F i g u r e  7 - AISI-310 Stainless  Steel Fatigue Specimen Coated With 
Calc ium Titanate  and Heated to 1500" F for Coating Separation Inspection 
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Figure  10 - AISI-310 Stainless Steel Fatigue Specimen 
Coated With 4-Mil Thick Layer  of I ron Titanate 
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F i g u r e  14 - AISI-310 Stainless Steel Fatigue Specimen Coated With 
I ron  Ti tana te  and Heated to 1500 OF f o r  Coating Separation Inspection 
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F i g u r e  17 - Columbium- 1 Percent  Zirconium Fatigue 
Specimen Coated With I ron Titanate 
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F i g u r e  20 - Frac tu red  Columbium - 1 Pe rcen t  Zirconium Fatigue 
Specimen Coated With Iron Titanate 
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Figure  2 1  - Columbium - 1 Percent Zirconium Fatigue Specimen 
Coated With Iron Titanate and Heated to  1500°F 

fo r  Coating Separation Inspection 
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Figure  2 4  - Appearance of Columbium - 1 Percent  Zirconium 
Tube Coated With Stabilized Titanium Oxide Composition 

After  50 Hours of Long-Term Testing 
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